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By Charles E. May

SUMMARY

"Thermal-gradient mass transfer" was investigated in the molten so-
dium hydroxide - nickel system. Possible mechanisms (physical, electro-
chemical, and chemical) are discussed in terms of experimental and theo-
retical evidence. Experimental details are included in appendixes. The
following mechanism is found to be most probable:

Cold zone

NaoNiO, + 2Na 2Na,0 + Ni

Hot zone

Kinetic equations are theoretically derived considering separately the
following three factors as controlling the over-all rate of mass transfer:
the chemical reaction, the diffusion process, and the forced circulstion
(if present). If the above mechanism is the true one, the chemical reac-
tion is the rate-determining step in dynamic systems, and the diffusion
process is the rate-controlling step in static systems. The beneficial
and detrimental effects of additives are interpreted in terms of the prob-
gble mechanism.

Evidence is also presented to show that thermal-gradient mass trans-
fer in the molten sodium hydroxide - copper system occurs by a similar
mechanisnm.

INTRODUCTION

Sodium hydroxide is in many ways an attractive choice as a high-
temperature hest-transfer fluid. Unfortunately, only a few materisls are
suitable for containing it in the molten condition at the temperatures
desired, 1500° to 1700° F. Among these are nickel (refs. L to 3), copper,
silver, gold (ref. 4), and some nickel-base alloys recently produced at
the Lewis lsboratory. Even these materials exhibit corrosion termed
"thermal-gradient mass transfer", although they do not show intergranular
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attack or rapld solution. Thermal-gradlent mass transfer is the phenome-

non by which the metal 1s removed (either chemically or physically) from

the hotter reglons of a system snd deposited in colder regions. With the r
previously listed metals the deposit 1s in the form of needle-like crystals,

the size of which depends upon the experimental conditions.

In order to fird ways of inhlbiting this type of corrosion, an in-
vegtigatlon was conducted concerning the possible mechanisms for mass
transfer. Although mass transfer also occurs in liguid metal systems
(ref. 5; e.g., molten sodium in copper), the mechanism in such cases is
undoubtedly purely physlcal in nature, being due to solution of the con-
telner material in the molten metal. In systems using sodium hydroxide,
transfer is probably chemical in nature, and the process is believed to
be similar for all the container materisls previously mentioned. The
purpose of thils report is to establish the most probable mechanism for
mass transfer in this system. This report discusses methods of measure-
ment, cholce of mechanlism, kinetics, effect of additives, and alternate
mechenisms. Many of the proofs require the use of previously unpublished A
experimental data, the detalls of which are Included in the appendixes.

HFTCH

METHODS OF MEASUREMENT

At the lewls leboratory two methods have been used to study the
phenomenon of msss transfer; they are the static capsule test and the
dynamic toroid test. Previous reports (refs. 1 to 3) describe these in
detail. In the static test a vertical temperature gradient exists in
nickel capsules (crucibles) with the hot zone at the bottom. This type
of gradient was intended to produce thermsl convection. The nickel dis-
solves from the bottom of the capsule and precipiltates as & narrow ring
at the liquid level of the sodium bydroxide. From radiogrephs of such
capsules the relative amounts of transfer can be estimated qualitatlvely.
The loss in welght of a nickel specimen placed in the hot zone (bottom)
%s foun? to be proportionsl to the amount of tramnsfer in the cold zone

ref. 1}.

In the circulating liquid runs made 1n toroilds, radiographs of the
cold sections also supply a convenlent method for measuring mass transfer,
Since the transferred nickel is spread over an extended area, the average
reduction in internal diameter of the cold section of the toroild gives a
quantitative measgure of transfer.

CEQICE OF MECHANWISM
In the study of the mechanism of thermal-gradient mass transfer, a

most general case can be considered. In the cold zone all of the reactants
Rj's combine to produce nickel and all of the other products P,'s: -
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2, njRy > Ni+ 37 myPy
J 1

where nj and m; eare the number of moles of Rj and P;, respectively.

The reverse reaction must occur at the hot zone to maintain the process.
The requirements for such & cyclic reaction to occur are that at each
temperature reaction occurs toward the attainment of equilibrium and that
the equilibrium constant varies significantly with temperature. Thus, the
concentrations are slightly displaced in one direction from equilibrium
at the higher temperatures and in the other directlon at the lower tem-
peratures. Obviously, at some "mean tempersture” the concentrations of
the materials involved are in chemical equilibrium.

As a consequence, three major processes are involved in any proposed
mechanism: (1) the chemical reactions that occur at the hot and cold
zones, (2) the migration (diffusion or circulation) of the species from
the hot to the cold zone and vice versa, and (3) the initisl adjustment
of concentrations to "mean temperature"” equilibrium, which sometimes re-
quires additional chemicsl reactions. The evidence for or against a par-
ticular mechanism depends primarily upon the nature of the first process,
the zone reactions. '

Possible Reactions

The first step in determining the mechanism of transfer was to enu-
merate all the possible reactions that could be envisioned (table I). A
similar list is suggested in reference 6. These mechanisms can be divided
into three primery groups: physical, electrochemical, and chemical. The
chemical mechanisms have been subdivided as to whether the oxidizing-
reducing pair in the equation

Cold zone
Bot zone

NazNiOZ + Reductant Oxidant + Ni

arises from an impurity, the disproportionstion of nickel, or the sodium
hydroxide. If the sodlum hydroxide supplies the redox pair, the element
actually involved in the oxidation could be either oxygen, hydrogen, or
sodium. In the subsequent discussion, the oxidized form of nickel is
generally represented as sodium nickelite (NaoNiOs), since this compound
in the form of olive-green needle-like crystals has recently been isolsted
at the Lewis laboratory (appendix A) as well as at other lsboratories
(refs. 6 to 9). It likewise appears that this is the only oxidized form
of nickel stable in molten sodium hydroxide (appendix A).
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Means of Selection
The requirements for the actual mechanism are the following:

(1) The chemical species involved in the reactions should be feasible.
Their presence should be supported either experimentally or theoretically.

(2) The mechanism should explain the spperent difference in the
kinetics between static and dynamic tests.’ Since in static tests hydro-
gen simultanecusly decresses the rate of transfer and the nickellite con-
centration (appendix B), it appears that the rate of transfer depends
upon nickelite concentration. However, in dynamic toroid tests, even
though the nickelite concentration increases with time (appendix C), the
rate of transfer is Independent of time. This indicates that the rate of
transfer 1s independent of nickelite concentration.

(3) The mechanism should explsin the effect of addltives upon the
rate of transfer. Special attention should be devoted to the compounds
of chromium (appendixes D and E), since both metallic chromium and chro-
mium sesquioxide (Cr,0z) inhibit transfer in static tests, while only

chromium inhibits it in dynamic tests.

(4) There should be no experimental data in direct contradiction to
the mechanism. However, all mechanisms except the last (reaction (7))
are contradictory to one or more experimental facts. These discrepencies
are discussed. later.

Sodium Mechanism

( The following ?ei?anism 1s consldered to be the most probable one
table I, reaction (7)):

Cold zone
Na2N102 + 2Ng 40— zmazo + Ni
Hot zone

The sodlum oxide is presumed to arise exclusively from dissocistion of
godium hydroxide, which generates water at the same time. Theoretically,
sodium oxide should exist in sodlum hydroxide; thermodynamic calculations
(appendix F) show that its equilibrium concentration can be as high as
2.7 mole percent, Tts presence has slsc been supported experimentally
(ref. 10). Sodium nickelite (appendix A) and metallic sodium (ref. 7)
have definitely been found experimentally in the sodium hydroxide -
nickel system. Metallic sodium has likewise been detected in the sodium
hydroxide - copper system (epperdix @). Sodium, as well as sodium nick~
elite, is formed by the hot-zone resction. Since, however, the concen-
tration of sodium nickelite does not reach a constant value (appendix C},
undoubtedly most of it is formed by the reaction

¥TCY
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Ni + ZNaOH ->H2 + Na.zl\lio2

KINETICS

In order to explain the apparent differences between the results in
statlc and dynamic tests, one must first derive the kinetic equations
vhich are appliceble to the mass transfer process. Any one of the follow-
ing three factors can be considered to control the over-all rate of trans-
fer: the rate of the chemical reaction, the rate of the diffusion proc-
ess, and the rate of the circulation (if present). The equations in the
next sections are developed in terms of the genersl reaction as written
for the cold zone

JZ 4Ry =+ NL + }I“,miPi

Chemlcal Reaction

When the chemical reaction is relatively slow, the molten material
is essentially homogeneous with respect to the concentrations of all the
chemical specles. The rate of transfer ry 1s obtained by considering

the net rate of reaction in a unit area of the cold zone (denoted by the
subscript c):

o oy
T e TR -k TR e w

where kp 1s the rate constant of the forward reaction, k,. 1s the rate

constant of the reverse reaction, a& 1is the activity of the nickel metal,
and [] indicates the concentration of the species. Rearranging gives

[ "1
| ke o P a
=k R ] - ——2= 2
Ty f,céjr[ j:l ) ke e _g_ [Rj] nj (2)

Since at some "mean temperature" (mentioned previously) the species in-
volved are in chemical equilibrium, their concentrations are related to
each other by the equilibrium constant K, of that "mean temperature":

T [ " e

7 (3)
TR
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The equilibrium constant X, for the cold zone is given by the equation

Ke = k:f',c/kr,c (4)

Substituting equstions (3} and (4) into equation (2) yields

o= o0 (- ) 2

From temperature-coefficlent considerations,

AH/RT ,~-AB/RT,,
.K—e. = e (6)

where AH is the enthalpy of the reaction as written for the cold zone,
R i1s the gas constant, T, 1s the tempersture of the cold zone, and
T, is the equilibrium temperature. Substlituting equation (6) into equa-

tion (5) gives

AH/RT,-AH/RT,

Ty = kf<'|:j|'|:Rj] n'j) 6. -e ) (7)

Finally, by expending the exponentlal and assuming T, - T (AT in eq.
(8)) to be small, the rate of mass transfer is obtained for & chemlecal-
reaction~controlled process:

B5\ABAT
r = -k R et 8)
vof (J[ ] )RTZ (
or similarly,
T\ ABAT
= -k T oo 9
rt ra (i[?ﬂ )RTZ ( )

Diffusion Process

If the chemical reactions concerned are relatively fast, diffusion
of the products and reactants may become the governing factor for the
rate process. The resulting rate equation can be most easlly derived for
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two nickel plates, each of unit aréa, at different temperatures, and
placed parsllel to each other at g distance 1 sapart in molten sodium
hydroxide. The temperature difference and the speed of the chemical re~
action give rise to concentration differences APi end AR; for the

species surrounding the two plates. These plates are designated by the
subscripts h for hot and ¢ for cold.

The rate of transfer, belng equal to the rate of diffusion of each
specles, is glven by

T, miki([]_:i,] [pi ZJ) (I:RJ,h] [R ]) (10)

or simply

nm k. AP n.k .
r, = i1 1 3 % J (11)

where the ki's and k,'s are diffusion constants for the i'th and j'th
species, Multiplication of equations (10) and (11) by s/ki [P;] and
S/kJ[Rj], respectively, and then summation over a&ll 1i's and J's
results in

Z(Zk‘tliﬁ ;‘ﬁT BT E (22

or

The numerator can be evaluated from equilibrium consliderations as follows.
Since chemical equilibrium exists at the hot and cold zones, the respec-
tive equilibrium constants K, and K, are

ey 1%
Kh _i._[_:.l-_h.:l__. (14)

TT[RJ h]
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r Mg
1 ]:Pi C] — (15)
TR,

From temperature-coefficient considerations,

Kc=

Ky _ eAH/RTc-AH/RTh (16)

K,

where T, is the temperature of the hot zone. Combining equations (14),
(15), and (16) gives

AH/RT -AH/R‘Ih [Pi h] [R [Ry,n] 1_{]
S [R y (17)
[ i ,c:l Jsc
The concentrations at the hot zone expressed in terms of the concentra-
tions at the cold zone are

mi
o)
(:?A]Er‘/R‘IIc"AH/RTh=== 1 [Pi,cj (18)
a3

T+ F)

Expanding 'I;LT and '51' and assuming that the ARj's and AP,'s are
small with respect to the corresponding Rj's and Py;'s yilelds

AH/RT ,-AH/RT, n
) o Z [ i,c] JZ?%T o)

Expanding the exponential with AT, T, - I,, assumed to be small gives
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a E &) Z[Ra] ()

Combining equations (13) arnd (20), one obtains

To= 2 S —t Nk, 2 kg Kq
g AT/REL - 1[F1] JZ:"::[R;:] el BT/ - 1[Fa] Z"s[’aﬂ

(21)

where k_, i1s the gverage-diffusion-rate comstant.

Circulation

In a system with force flow the rate of transfer may be controlled
by the rate of circulation k ;. (in cps). 1In = static system with

thermal convection & value for k,;,. might be difficult to assign.

Nevertheless, the rate of transfer in a circulation-controlled system
can be expressed as

T, = Ck MAP; = Ckci_rndARJ (22)

where C expresses the dependence of ry on the volume of the melt.
The following equstion can then be obtalned, in & similar manner to that
for equation (13),

HIAP
o ST 2 1 (Z:[Pﬂ 2om)

Since chemical equilibrium exists gt the higher and lower temperatures,
equation %20) is again valid. Upon substituting equation (20? into

equation (23),
r, = - ABAT L 1
t = “CKoqys /BTZ(Z :[Pi] *Z :‘_3‘-33] (24)
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It is readily noted that In all three cases (egs. (9), (21), and
(24)) the rate of transfer (to the first approximation) is proportional
to the change in enthalpy of the reaction as written for the. cold zone.
Inasmuch as the rate ry is positive as written, the enthalpy must be
negative. To the first approximeation the transfer is proportional to the
%iffere?ce in temperature; thils polnt has been supported experimentally
ref. 1). -

Application of Equatllons

For the sodlum mechanlism the three kinetic equatlons would be:

rt(chemical) o 5 (25)
2y
(ENEZQH)
r, (@iffusion) = . B (26)
RTzi(E'——Iql'a'—'— + ——-;k-?'—— + ———-kL—
1[Na0] © kp[Na] * k[ Na Ni0]
r, (circulation) = oy CABAT (27)

) T T
RTZ([N&.ZO ¥ ey * ]:Nazﬂioz])

In & chemicelly controlled process the rate of transfer is constant as
long as the equilibrium concentration of sodium oxide 1s not disturbed

significantly by the zone reaction

Cold zone

NazNiOZ + 2Ns _ZNaZO + Ni

Hot zone

If the equilibrium constant for the zone reaction has a value which keeps
the sodium concentration low with respect to that of sodium oxide, the
latter 1s not appreciably affected.

In a diffusion-controlled process, the effect of the sodium concen~-
tration might be ignored if k, 1s relatively large, as would be pre-
dicted from the uncherged nature and the small size of an atom of metallic
sodium. Thus, the rate of transfer should depend upon the nickellite con-
centration, since it is of the same order of magnitude as the sodium
oxide concentration. ([NapN1Oz] = 0.2 mole percent at 24 hr, calculated

from data in table VIII; [Nas0} = 0.02 to 2.7 mole percent, appendix F.)
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The rate of circulation-controlled transfer (eq. (27)) can be con-
sidered next. Since the sodium concentration is less than the nickelite
concentratlion, the term 1/[Na] affects the rate of transfer more than
the term 1/[NajNiOp]. Therefore, since 1/[Na] is proportional to the
nickelite concentration, the rate of mass transfer must decrease as the
nickelite concentration increases.

One therefore concludes that the rate of transfer in dynamic systems
is chemically controlled, since it is independent of sodlum nickelite
concentration. However, transfer In static systems must be diffusion
controlled, since its rate increases with nickelite concentration (appen-
dix B). In static tests the rate of trapnsfer should then increase with
time. The increased rate of specimen welght loss with time 1n capsule
tests (table VIII, column 9) is an indication of this increased rate of
transfer.

EFFECT OF ADDITIVES

In a chemically controlled mechanism (dynasmic system) additives may
affect the rate of transfer in the following ways:

(1) By changing the concentration of the sodium oxide
(2) By supplying an auxiliary transfer mechanism
(3) By changing the activity of the nickel metal

The first two methods of affecting the rate of transfer are also valld in
a diffusion-controlled mechanism (static system). However, the third
method, changing the activity of the nickel, should have no effect; instead
changing the concentration of sodium nickelite should affect the rste of
transfer as stated previously.

Sodium Oxide

One would predict that the addition of sodium oxide and sodium metal
(which would effectively lncrease the sodium oxide concentration) to
either a static or dynasmic system should increase the rate of mass trans-
fer. This has been verified experimentally (ref. 3). Adding calecium,
sodium hydride, lithium hydride, and calcium nitride (being equivalent to
adding metallic sodium) should likewlse increase the rate of transfer.
For example, the reaction with calclum is

Ca + 2NaOH — Ca(OH), + 2Na
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This also is demonstrated in references 2 and 3. The fast decomposition

of the sodium hydride end lithium hydride should allow all the hydrogen

thus generated to diffuse rapidly through the nickel and thus to produce 8
no beneficial effectk.

In cases 1n which metallic additives react with sodium hydroxide to
produce sodium oxide, an incressed rate of transfer should again be
expected. This point is perhaps illustrated In the incressed rate of
transfer caused by addition of manganese, iron, titanium, vanadium, and
molybdenum:

TTOw

Mo + 6NaOH - NasMoO + 2Nag0

Water

Additions of water in small amounts should suppress the sodium oxlde
concentration and Inhlbit transfer. In statlic tests where gas saturated
with water vapor was passed over the sodlum hydroxide in the nickel
crucible being tested, transfer was decreased (ref. 3). .

Additions of certain oxides may be equivalent to adding wabter, as is
evident from the equation

Co0 + Z2NaOH -’NaZCOOZ + H;0

This may be the case when iInhibition of transfer results from the use of
the following: cobalt oxide, cupric oxide, cuprous oxide, stannous oxlde,
mengsnese monoxide, and zirconium dioxide (ref. 11). The effectiveness
of stannous oxide, manganese monoxide, and cuprous oxide may be partially
due to their reducing action. In order for beneficial effects due to
water to be observed, the additive must either be added after purging or
react only at temperatures higher than the purging temperature.

It is possible that too much water might result in an auxiliary
reactlon such as

Cold zone
Bot zone

Ni + 4NaCH

Na2N102 + ZNa + ZEZO

This may asccount for the case of unpurged sodium hydroxide in which the
rate of transfer was incressed (ref. 2). This reaction may also account
for the fact that any beneficial effects attributable to the presence of

water are alweys slight.
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Metallic Chromium

Metallic chromium is an inhibitor of mass transfer (ref. 2). The
method by which chromium works is not by decreasing the nickelite concen-
tration (appendix D).

Experiments show that metallic chromium reacts rapldly with molten
sodium hydroxide to form sodium chromite (Cr+3), which then reacts more
slowly (for 20 hr) to form sodium hypochromaste (Cr+°)(appendix E). This
chromite-hypochromate reaction is in equilibrium with the hydrogen pres-
sure (appendix E). Since the nickel-nickelite reaction is not in equi-
librium with hydrogen (appendix C), the following reaction cannot be at
"mean-temperature” equilibrium:

C y
Ni + NagCrOs Cold zoge NazCrOz + NaoNiO,

Hot zone

The chromium is therefore not effective by means of this auxiliary mechs-
nism. In some way the chromite and hypochromate form & complex in an
approximate ratio of 1 to 1 at 1500° F and 1 to 1.1 at 17000 P. There-
fore, it is reasonsble that either of the specles might partially complex
with sodium oxide and thus inhibit mass transfer (both in static and
dynamic tests).

The question which now arises is why the chromite formed from metal-
lic chromium reacts differently from the chromite formed from chromium
sesquioxide (appendix D). Even though both may form sodium chromite, the
coordination of the oxygen atoms sbout the chromium might be different;
this is quite common smong wakter-soluble salts of chromium. If the mecha-
nism by which trsusfer is inhibited using metallic chromium involves
coordination (complex formation), chromium sesquioxide obviously need not
inhibit transfer in the same mapner as metallic chromium.

Reducing Agents

Since chromium sesquioxide reduces the sodium nickelite concentra-
tion (appendix D) presumedly by the generation of hydrogen, it should
inhibit mass transfer when the transfer is a diffusion-controlled process.
Indeed transfer is inhibited in static tests by chromium sesquioxide
(appendix D) but not in dynamic tests recently performed at the Lewils
lsboratory. Another reducing agent, calcium hydride, also inhibits trans-
fer in static tests but not in dynamic tests (ref. 35. Hence, directly
applied hydrogen pressure which inhibits transfer in statlic tests should
not necessarily be effective in dypamic tests. Published work on this
effect is inconclusive (ref. 1l). Hydrogen could inhibit transfer in
dynamic tests if its poisoning action were sufficilent to reduce the
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actiyity of the nickel. (Calcium hydride increases the rate of transfer
in dynamic systems, because its decomposition produces "detrimental"
calcium metal as well as "beneficial" hydrogen.)

Oxidizing Agents.

Oxidizing agents should have the opposite effect of reducing agents
upon the rate of transfer, since they should increase the sodlum nickellte
concentration. This is the effect found in static systems for meterials
such as sodlum peroxlde, ferric oxide, potassium chlorate, potassium
chromete, sodium chromate, calclum chromate, cobaltousic oxide, maenganese
dioxide, sodium bromate, and lead sesquioxide (refs. 2 end 11). This
effect 1s not expected in dynamic tests, bubt none of these additives have
ever been studled under such conditions.

Insoluble Compounds

Apparent inhibltion of transfer resulted in statle tests from addi-
tions of aluminum, aluminum oxide, sodium aluminate, aluminum fluoride,
magnesium oxide, calcium chloride, and strontium peroxide (refs. 2, 3,
and 11). This has been attributed to the formation of protective insolu-
ble layers over the specimens, sodium aluminate in the case of aluminum
compounds, and insoluble oxides from the others.

Inert Materials

Since silver, gold, and copper do not react rapidly with sodium
hydroxide, no effect is produced by using these metals as additives (ref.
1l). Other materials, such as salts that are inert to sodium hydroxide
(sodium chloride, sodium fluoride, and sodium iodide) and ceramic mate-
rials stable at 1500° and 1700° F (tantalum nitride and columbium nitride),
should not and do not have any effect upon mass transfer (refs. 2 and 11).

CONSIDERATION OF ALTERNATIVE MECHANISMS

Physical Mechanism

In considering the physical mechanism (tsble I, reaction (1)) one
mey admit that nickel 1s soluble

N10(a1as0lved) rtEOR viO(etal)
© Hot zone &

HTOT
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in molten sodlum hydroxide and that as soon as saturation is reached
transfer could occur.

Although mass transfer might be attributable to this mechanism, ex-
periments with hydrogen atmospheres show its conbtribution to be qulte
small, since the presence of hydrogen reduces the rate of transfer by a
large factor (appendix B and ref. 3). In no way is 1t conceivable that
bydrogen reduces the solubility of nickel in molten sodium hydroxide. A
large variety of other materisls in small gquantities do affect the rate
of transfer (eppendixes D and E and refs. 2 and 3). Tt does not seem
plausible that such materials would affect transfer if it were Jjust s
problem of physical solubility.

Electrical Mechanlism
The second possible mechanism for transfer involves the electro-

chemical half-cell reactions (table I, reaction (2))

NeoNiOy + 2Na¥ + 2e” Sont 2008 oya.0 4 Ni
Hot zone

This mechanism requires the exlstence of an electromotive force between
nickel at the hot zone and nickel at the cold zone. Such a potential has
been observed experiment (appendix H and ref. 12}; it is probably
attributable to reaction (2). Moreover, this potentisl is sufficient to
sustain a current of measurasble magnitude for 6 hours (appendix H). The
electrochemical reaction requires that, since the sodlum nickelite con-
centration builds up with time (appendix C), the electromotive force as
well as the actual rate of transfer should decresse with time. This is
contrary to fact. Also, in the presence of hydrogen, the mass transfer
should occur from the cold zone to the hoc zone in accordance with the
reversal of polarity observed with a hydrogen atmosphere (appendix H).

The conclusions are that the electrochemical process mey be occur-
ring, but that its contribution to the maess transfer actually observed
is small and as time progresses becomes less and less. In the presence
of a hydrogen atmosphere this process cannot occur at all. An additionsl
proof is the fact that crystals of nickel plate out on a ceramic material
in cold regions (ref. 6); in this case an electrochemical process is
impossible.

The latter conclusions are of course valid even though the half-cell
reactions might involve nickel with a wvalence of +3:

NaN10, + 3Na* + B~ ot 2982 pyg.0 4+ Ni
Hot zone
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Tmpurity Mechanism

Of the impuritiles present in sodium hydroxide (table II) and nickel .
(table III), only iron, cobalt, and manganese could contribute to the
impurity mechanism, since the element involved must exist in two oxldized

valence states:

Cold zone
et ——

Nao-NiOs + 2NaFeOo, —
o2 2 ZF 2 Hot zone

2NazFeOz + Ni

FTOF

Na.Ni0, + 2Na,Co0, 24 2008 no Co0. + Ni
2 2 2 - 53 3
Hot zone

14
2Nagli0, + NegnOp ore 2088 Na a0, + 2Ney0 + 2N
Hot zone #

The probebility that e sulfate, a phosphate, silver, or copper would
exist in ‘two ionlc valences 1s exceedingly smell. Because of the smsll
concentrations of sll the impurities, this type mechanism, although
possible, is stlill not probsable.

The concentration of impurities arising from the nickel increases in
the sodium hydroxide with time (ref. 6), and thus the rate of transfer
should increase. The rate of transfer does not increase with time in
dynamic tests.

Finelly, all these impurities were deliberately added (in some

form) to the sodium hydroxide, and although some apparently increase
transfer (perhaps fivefold by qualitative estimate)(table IV), this in-
crease 1s not proportional to the thousandfold increase of the impurity
concentration.

Disproportionation Mechanism

The next mechanism to consider is the disproportionation reaction
of nickel (table I, reaction (4))

3Na,N10, Cold zone 2Ne NLO_ + N

Hot zone

Again reference is made to the fact that the sodium nickelite concentra-~
tion increases with time (appendix C). BSince the nickelite and nickelate
mist be in "mean temperature" equilibrium, the concentration of the .
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nickelate must also increase. Therefore, the transfer rate should depend
on the nickelite concentration regardless of how the rate process is
controlled. The same is true even if the chemical equation is

Cold zone
— -

3NE2N102 ZNeN10, + 2Na 0 + Ni

Hot zone

Since the transfer rate in dynamic systems 1= experimentally independent
of nickelite concentration, the actual mechanism cannot involve dispro-
portionation of nickel.

FPurthermore, the higher valences of nickel should not exist in the
presence of a hydrogen pressure (ref. 6) such as has been reported to ex-
ist above the nickel - sodium hydroxide system at 8000 C (4 mm Hg, ref. 7).

Oxygen Mechanism

The possibllity that oxygen 1s the “redox" material according to the
equation

Cold zone
—— e P

Hot zone

NaoNios NeoO + 1/2 05 + N1

is nil, since the 4 millimeters of mercury pressure of hydrogen (ref. 7)
eliminates the possibility that oxygen is present at all,

Bydrogen Mechanism

The mechanism that for a long time seemed the most logical involves
hydrogen as the redox materisl; the reaction is (table I, reaction (6))

Cold zone

NazNiO2 + Hé 2N20H + Ni

Hot zone

The reaction between nickel and sodium hydroxlde is known to occur, since
both hydrogen and sodium nickelite are found as products; the problem is
whether this reaction can go in reverse. This seemed possible, since
nickel oxide (assumed to be the oxidized form of nickel) is easily reduced
by hydrogen. Experiments under isothermel conditions with a constant
imposed hydrogen pressure (appendix C) showed that the rate of formation
of sodium nickelite is constant even up to times of 600 hours. Thus,
equilibrium is not reached, the reverse reaction never occurs, and thils
mechanism could never account for transfer. Even with no added hydrogen,
equilibrium is not reached, inasmuch as the concentration of sodium
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nickelite does not reach & constant value (table VIII, column 7). The
decrease in the rate of formation of sodium nickelite caused by hydrogen
must be due to its direct polsoning action upon the nickel.

Since the concentration of species of nickel other than Nit2 (e.g.,
Nit3) which might be in equilibrium with the hydrogen present is extremely
low (ref. 6), the corresponding reactions involving thils concentration
need not be considered.

SUMMARY OF RESULTS

The followlng zone reactions are the probable ones occurring in
thermal-gradient mass transfer of nickel in molten sodium hydroxide:

Cold zone
Na.zNiOz + 2N -——— ™ ZNa.ZO + Ni
Hot zone

The diffusion of the molecular species in the melt allows the process to
continue indefinitely. The sodium oxide arises from the dissociation of
sodium hydroxide at high temperatures. The sodium nickelite (NaoNiOp) 1s

formed primerily from the following reaction and at a constant rate with
any given pressure of hydrogen:

In dynamic tests, the rate of transfer 1s controlled by the rate of the
zone reeactions and thus 1is constant with time. In static tests, the
rate of transfer is controlled by the rate. of diffusion and thus increases

with time.

The effects of additives upon the rate of transfer caen be explained
in terms of this mechanism. Additives which effectively increased the
sodium oxide concentration increase the rate of tramsfer; those which
decrease this concentration decrease the rate of transfer. Reducing sgents
decrease the rate of transfer in static tests and have no effect in dynamic
tests. Oxidizing agents have the opposite effect in static tests.

Lewls Flight Propulsion Laboratory
National Advisory Committee for Aeronautics
Cleveland, Ohio, June 20, 1957

FTOR
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APPENDTIX A

EXTISTENCE OF SODIUM NICKELITE IN SODIUM HYDROXTDE - NICKEL SYSTEM

An investlgation was made to demonstrate the existence of sodium
nickelite in the sodium hydroxide - nickel system. The existence of this
or a similar compound is necesssry for six of the seven possible mechanlsms
of mass transfer (table I). The nature of the hydrolysis product of
sodium nickelite was also studied in order to substantiate the theory
that nickel was present in the +2 valence state. The reaction between
nickel oxide and sodium hydroxide was lnvestigated to show the relative
instebllity of this compound with respect to scdium nickelite.

. Materials and Procedure

The "L" nickel crucibles as well as the procedure used In thils prepar-
ation were identical to those used in the standard static cepsule test
used at the Iewis lsboratory (fig. 1 and refs. 2 and 3). The crucibles
were 5 inches long and had an outside diameter of 5/8 inch and 1/16-inch-
thick walls. All the crucible components except the vent tube were fab-
ricated from the same length of tubing.

Before the crucibles were assembled, the components were cleaned in
a modified aqua regia solution for 2 minutes. Helisrc welding with an
atmosphere containling 15 percent hydrogen in helium was used in fabrica-
tion. A flow of argon was msintained in the tube during welding. Sodium
hydroxide (13.020.1 g) was weighed into each crucible in the dry box.
The top and vent tube were then welded 1nto place. The moisture and alr
were removed by evacustion te 5 microns of mercury at 580C F (in 16 hr)
and then to 5 microns of mercury at 720° F (in 4 hr). After evacuation
and cooling, a cover gas of helium at abou: 2 pounds per square inch gage
was admitted., Crimping ard welding at the crimp served to sesl the
erucible., Thermocouples were spot welded to the crucibles 1/8 inch from
the bottom and also st the liquid level. A special furnace (ref. 2) was
used.

Isolation and Identification of Sodium Nickelite

Four crucibles were heated to 1700° F for 24 hours. After cooling,
they were cut into sections sgbout 1/2 inch long in a dry helium atmosphere,
Olive to dark-green needle-like crystals gbout 1/8 inck long were visible
throughout the white sodium hydroxide mstrix. Similar crystals are re-
ported in reference 6. The sodium hydroxide was dissolved away from the
crystals with absolute methyl slcohol. The X-ray powder diffraction
pattern (table V) determined for the crystals matched the ones which
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have been reported by other lsboratories (refs. 7 and 9) and assigned
the formula NagWiO2., No lines of nickel oxide or nickel hydroxide were
found. The utmost care was used to keep alr and moisture away from the
crystals gt all times. The chemical analysis reported for this compound
(residue) in reference 9 roughly corresponds to the formula NagNiO2.
Reference 7 reports an X-ray pattern from a resldue obtalned by heating
sodium hydroxide in nickel until all the hydrogen present was evolved

as a gas; this would likewise correspond to the formula NaoNiOo.  The

fact that the psttern of this work matches the others iIndicates that
sodium nickelite does not significantly react with absolute methyl
alcohol.

No well defined crystals were obtalned by heating sodium hydroxide
in nickel at 1500° F, since the nickelite concentration was too small.

Preparatlon of Hydrolysis Products

In order to investigate the hydrolysis products, other crucibles
were prepared in the way described previously. After the 24-hour treat-
ment at 1700° F, the contents of the crucibles were washed out with dis-

tilled water and the crystals present were allowed to remaln in the weter

gbout 3 days. Bright grass-green needle-like crystals were formed.
There was also present & slight smount of fine black precipitate, which

was probaebly formed from the hydrolysis of sodium nickelite dissolved in

the sodium hydroxide. After removal of the black precipitate by decanta-
tion, the green crystals were washed and then dried in a deslcecator
containing Drierite. They were shown spectroscopically to contain no
sodium, snd their X-ray pattern matched that for nickel hydroxide
(Ni(Osz). The individual crystals were hexagonsl in shape as seen under

a microscope. The crystals turned black upon drying at 120° C for 24
hours but still retained the same crystalline form and X-ray pattern.

The crystals lost 11.8 percent of their welght during the heatlng process.
The chemical analysis of the black crystals showed them to be nickel
hydroxide (Ni{0H)2). Although the green crystals correspond to the
composition Ni(OH)2-H20, they probably contain merely physically trepped
water (inasmuch as the X-ray pattern was unchanged).

At 1500° F the reaction between sodimm hydroxide and nickel 4id not
vield a crystalline hydrolysis product (except in ome isolated instance).
The black to brown powder regulerly obtaeined by filtering the water solu-
tion of the melt nevertheless gave the X-ray pattern for nickel hydroxide.
This powder was probebly the same as the slight amount of black powder
obtained from the crucible run at 1700° F.

- FIEP



NACA TN 4089 al

Hydrolysis Products from Reactlon of Sodium Hydroxide
with Nickel Oxide

A nickel crucible containing 0.13 gram of nickel oxide and the ususzl
13 grams of sodium hydroxide was purged, sealed, and heated to 1700° F
for 15 minutes. When the contents were washed oubt, large grass-green
needle~like crystals were found. Only a trace of the nickel oxide X-ray
pattern was detectable in the nickel hydroxide patiern found for these
green crystals. ZX-ray patterns of individuel crystals proved them to be
actually polycrystalllne.

Conclusions

The reaction between nickel and molten sodium hydroxide produces
sodium nickelite (NagNiO2). The sodium nickelite can be isolated as
needle-like crystals if the reaction occurs at 1700° F but not if it occurs
at 1500° F or lower; this is attributed to the greater concentration of

the nickelite at 1700° F (table VIII) and to a probably large rate of
change of solubility with temperature between 1500° and 1700° F.

The reaction between nickel oxlide and sodium hydroxide at 1700° F
(and likely below that tempersture) also produces sodium nickelite (in-
dicated by the presence of its hydrolysis product nickel hydroxide):

Ni0 + 2NsOH -+ NagNiO2 + H20

Since this reaction goes essentlally to completion, very little possibility
exists that the species NiO can be present in molten sodivm hydroxide -
nickel systems,

The reaction between sodium nickelite and water

NeoNiOp + 2HgO = 2NaOH + Ni(OH)j

* results in the removal of the Ne,0 component by leaching without disturbing

the external shape of the crystals. Probsbly during this process single
crystals of sodium nickelite convert to polycrystalline nickel hydroxide
(containing physically trapped water).
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APPENDIX B

THE EFFECT OF HYDROGEN UPON MASS TRANSFER AND NICKELITE CONCENTRATION

Experiments were conducted to show the simultaneous dependence of
gsodium nickelite concentration and rate of masss transfer upon the hydrogen
pressure in nickel capsules containing sodium hydroxide. A more complete
study of the rate of formation of sodium nickelite is presented in
appendix C,

FTOF

Method 1

Four standard "IL" nickel crucibles contalning weighed nickel speci~-
mens (L/ls in. thick and 5/16 in, in diam.) end sodium hydroxide
(13.0+0.1 g) were prepared and sealed in the usual manner for standard .
capsule tests (appendix A and ref. 2). They were incased in Inconel s
chembers (fig. 2). The chambers were evacusted to a pressure of 5 microns
of mercury and then connected to a supply of hydrogen.at a constant pres-
sure of 17 inches of mercury. The temperature of the crucibles was raised ‘
to 1500° F by means of a special Globar furnasce (ref. 2). This furnace -
by supplying hest from the bottom meintained an 80° F difference between

the bottom of the Inconel chembers snd a position Bé-inches from the

bottom (the sodium hydroxide liquid level). The pressure of hydrogen
inside the nickel crucibles was also 17 inches of mercury because of the
permeability of nickel toward hydrogen. After 80 hours st temperature

the crucibles were cooled and were radiographed to detect the amount of
transfer. The amount of sodium nickelite was determined as nickel plus
two, and the specimens were reweighed (teble VI). The experiment was
repeated with crucibles having no added hydrogen in the chambers. Even o=
though no hydrogen was added to these control crucibles, a steady-state -
hydrogen pressure of sbout 4 millimeters of mercury was present (ref. 7).
The steady-state pressure arises in a sealed container from the fact that
hydrogen is generated by the reaction of nickel with sodium hydroxide and
that hydrogen is lost by diffusion through the walls of the nickel con-
tainer. The rates of these two processes become equal when a certaln
steady-state hydrogen pressure is reached. )

As is obvious from the date of table VI, the added hydrogen simul-

taneously inhibited the formation of. the nickelite and the rate of mass
transfer.

Method 2

Tests were also run in which hydrogen was lntroduced directly luto
the hot zone (bottom of the crucible)} (fig. 3). These tests again showed
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that added hydrogen simulbtaneously inhibited the formstion of sodium
nickelite and the rate of mass transfer.

Method 3

The third method was designed to determine whether inhibiting the
loss of hydrogen normally formed in & crucible would likewise inhibit
transfer. This was accomplished by placing a shell of Inconel around a
standard nickel crucible (fig. 1(b)), inasmuch as the rate of diffusion
of hydrogen through Inconel is much less than through nickel,

The internsl and external dimensions of the modified crucibles were
as close as practicable to those of a standard one (fig. 1(a)). Two
standard crucibles were used for comparison (eppendix A snd ref. 2). Two
Inconel-covered crucibles were prepared by first treating the inner
nickel crucibles in essentially normal fashlon. The top plugs were hem-
mered into placed in a dry box and then welded %o seal the crucibles.

The Inconel shells were then assembled around the nickel and welded
together. These four crucibles were heated at 15600 F (in the Globar
furnsce) for 24 hours; after this the crucibles were radiographed and
the contents were chemically analyzed (table VI).

The Inconel shell inhibited transfer as expected. Reduction of the
rate of formation of the nickelite was alsc detectable and was attributed
to an incressed hydrogen pressure caused by the decreassed lose of hydrogen
by diffusion.



24 NACA TN 4089
APPENDIX C

RATE OF FORMATION OF SODIUM NICKELITE

A study wes mede to determine the rate of formation of sodium
nickelite according to the equation

Ni + 2NaOH - NagNiOp + Hp

If the reaction does not reach equilibrium in a reasonsble time, the
mechanlsm of mass transfer involving hydrogen as the "redox" meterial
(table I, reaction (6)) is impossible.

Procedure

Standard test nickel crucibles (fig. 1(a)) containing 13.0+0.1
grem of sodlum hydroxide were prepared (purged and crimped) in the usual
menner (appendix A). They were in turn suspended in an Inconel tube by
means of a long Nlchrome loop spotwelded to the crimp of the nickel
crucible (fig. 4). The top of the loop was placed over a nickel plunger,
which could be pulled out from under the loop by means of a magnet out-
glde the vacuum system. Brass caps were soft soldered to the top and
bottam of the Inconel tube so that the system could be evacuated. After
evacuation, hydrogen gas was admitted and controlled at the desired pres-
sure., The temperature was then raised as quickly as possible to 1500° F
(iéo F). The temperature measurements along the outside of the Inconel
tube showed that a temperature difference of at most 3° F existed between
the top and the bottom of the molten sodlium hydroxide. At the end of =
run a magnetic field was applied to the plunger so that the nickel
crucible was allowed to fall to the bottom of the Inconel tube. The
nickel crucible Was thereby rapidly cooled. The experiment was repeated
for various times and various hydrogen pressures (table VII). After each
run the crucible was cut open and its contents were analyzed for oxidized
nickel (fig. 5 and table VII).

Kinetics

The sodium nickelite concentration appears to be a linear function
of time (fig. 5) and to be independent of hydrogen pressures above 26
inches of mercury. The results, although scattered, indicate the rate
of formstion to be greater for lower pressures. The date for steady-
state hydrogen pressure conditions (37.5 mg/24 hr (eppendix D)) confirm

»
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this fact. To express this effect analytically, one must use a kinetic
equation for reactions in which surfaces are easily poiscned (in this
case by hydrogen):

Trorm = ¥1 + kz/(PHZ)n

where Trorm is the rate of formation of sodium nickelite, k;, ky, and

n are constants, and PHZ ig the hydrogen pressure. Since Teorm is

is equal to k; at high pressure, k; = 64 (mg/dmz)/yr (area = 0.267 dm?).
The values for the other constants are n = 1.4 and k, = 360 [g(mm of

Hg)l‘é/dm?]/yr. The kinetics are obviously independent of the reverse
reaction.

Conclusions

Since the rate of the reaction under discussion is linear with time,
the reaction itself mever reaches egquilibrium under the experimental con-
ditions (at 1500° F, for times up to 600 hr, and with hydrogen pressures
between 0.16 and 81 in. Hg). It follows that the mechanism of mass trans-
fer cannot involve hydrogen as the "redox' material.
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APPENDIX D

REACTIONS OF CHROMIUM AND ITS COMPOUNDS WITH MOLTEN SODIUM HYDRCXIDE

An investigation was made to determine the chemical differences be-
tween the sodium chromites (or chromates) produced from the following three
reactions: )

1500° F
Cr + NaOH )

VICT

1500° F
GI‘203 + Ng(Qf =—————s=p

(0]
NapCrO, + NeOE —ooo Ty

This work was initiated because chromium metal was reported to be an in-
hibitor of mass transfer, while chromium sesquioxide and sodium chromate >
were originally interpreted to be detrimental as additives (ref. 2).

Procedure -

Standard static crucible corrosion (mass transfer) tests (appendixes
A and B and ref. 2) were performed using chromium (325 mesh), chromium
sesquioxide (Crp0z), and sodium chromate (NapCrOy) as additives in the

sodium hydroxide - nickel system. These additives were added before purg-
ing. In order to accamplish a more thorough investigation, certain vari-
ations in the procedure were used for eachk group of crucibles, as indi-
cated in the footnotes of table VIIT,

Chromlum Metal —

The ratio of chromate concentration [Crt6] to chromite concentra-
tion [Cr+5] as found in water solutions is approximately 1 to 2 (teble
VIII, group I, column 6), being independent of the percentage of chromium
metal used (column 3) and independent of time for relatively long periods
(column 5). The composition is essentially uniform throughout the cruci-
bles (table VIII, footnote (b)). For periods of time less than 1 hour,

cr*3 glone existed (group IT). Group III results indicate that this

apperent 1-to-2 ratio for [Cr*6] to [Crt3] does not depend upon the

stesdy-state hydrogen pressure that is present in closed (sesled) systems

(ref. 7). These facts perhaps indicate the presence of Cr+% in the sodium .
hydroxide.
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Since, however, this [Cr+6] to [Cr+5] ratio depends upon temperature
(table VIII, group IV), the l-to-2 ratio must be only approximate, and
thus the existence of Cr** is highly doubtful. For further discussion
see gppendix E.

The reaction forming the hypothetical Crt4 is fast enough so that
any hydrogen so produced is quickly lost (by diffusion), and is thus pre-
vented from inhiblting significently the production of sodium nickelite
(teble VIIT, column 7).

Chromium Sesquloxide

The results with chromium sesquioxide (table VIII, group V) show
that it is an inhibitor of transfer. This is indicated by comparison of
the specimen welght changes (column 8} and was substantiated by the de-
crease in the rate of transfer apparent in radiographs of the crucibles
(not shown). Chromium sesquioxide is not benefical in dynamic tests.

During the process the chromium converts slowly from ortd 4o the Crt6 ag
found in the water solution, but the reaction apparently stops when 1t

is two-thirds complete. This perhaps indicates the presence of Crto,

The hydrogen produced from the oxidation of the chromium sesquioxide
keeps the sodium nickelite concentration low (tsble VIII, column 7).

The magnitude of thls phencmenon depends upon the actual percent of chro-
mium sesquioxide used. It seems possible that the Cro0z inhibits trans-

fer by this property of keeping the nickelite concentration low (thus
working in a different manner thsn chromium metal).

Group VI results (teble VIII) compare the three additives used.
These results confirm the previous data (groups I to V). The tests with
sodium chromate indicate that the chromium converts to essentially the
same oxldation state as it does in the chromium sesquioxide (table VIII,
column 7). This results in the oxidation of metallic nickel (table VIII,
footnote (f)).

Summary

The following equations summarize the information obtalned:

Ve fast
ry—-b Na3Cr05 + é Hz;

(1) Cr + 3NaOH 5

Moderately

fast +, 45, or +6 _

Na50r03 + NaQH ——————— C1 Hz
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Slow
(2) Crzo3 + ZNaOH =* ZNaCrOZ + HZO; NaCrOz + 2NaOH —-—>-Na5(3r0‘_,c + H25

Ni + 2Naom Z2iblted by hydrogen w, wmio, + Hy
pressures

(3) 2NapCroy + Ni + 2NaOH - 2NezCrOy + HpO + NiO

See appendix E for further discussion of chromium metal.

e !
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APPENDIX E

CHROMATE-CHEROMITE EQUILIBRTUM IN MOLTEN SODIUM HYDROXIDE

A study was made concerning the equilibrium between the valences of
chromium formed when the metal reacts with molten sodium hydroxide at
1500° F. It was hoped that such an investigstion might uniquely define
the valences of chromium.

Procedure

Standard static-test nickel crucibles containing sodium hydroxide
(13.0+0.1 gram) and various amounts of chromium metal (325 mesh) were
prepared in the usual manner (appendix A and ref. 2). They were then
heated in a hydrogen atmosphere at 1500° F and quenched in the manner
described in appendix C. After each crucible was opened, its content was
immediately acidified with dilute sulfuric scid. Then the water phase was
enalyzed for Crt3 and Crt6 (table IX, columns 4 and 5). The insoluble
material was assumed to contain only Crt+3.

Equilibrium

Proof that equilibrium was actually reached 1s the fact that the
"equilibrium constants" subseguently calculated are independent of test
duration (table IX, column 3).

The equilibrium between the lower and higher oxidation states of
chromium as it exists in molten sodium hydroxide (not necessarily, as it
exists in water) is expressible by the general equation

J=X
[cx*7] - P, 2
K, = .
t [cx*=]

where K; 1s the equilibrium constant. Since in fact the value of
PHZ[Cr+6]/[total Cr] is essentially constant (table IX, column 6), one
must conclude that +3 and +5 must be the valences present ([Cr+5] being

proportional to [Crt6]; [Crt3] being essentially equsl to [total Cr]; and
the dependence upon PH2 being the first power). This selection is not
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unambiguous if chromium can exist as a dimer. Since the equilibrium
constant for this case Ky can be expressed

+2 -
Erz ﬂ Py

+2x
fox2™]

the valences would be +3 and +4. The valences +3 and +5 are, however,
the simpler explenation, being in agreement with the work in which
chromium sesquioxide is oxidized to Cr*S (appendix D). Furthermore,
since chromium's apparent valence at 1700° F is +4.1 (appendix D), some
pentavalent chromlum must be present.

Ko

Complex Formatlon

When a compound contalining cr*® is dissolved in water and acidified,
the following disproportionation reaction should occur:

6NasCrOg + 29HpS0, = Crp(80,)s + 2NagCrpO; + 26NaHSO, + 16Hp0

If all the resultin% chromium compounds are water soluble, one would expect
[soluble Cr+3]/[Cr+ ] to equal 0.5, not 3.3 (table IX, column 7). A value
of 3.5 (almost 3.3) to 1 for this ratio is understandable, if the Cr+5 is
ssgumed to be coordinated with Cr*3 according to the first formula in the
equation

6NagCrOg(NazCrOz) g + 83HpSO0y = 7Crp(S04)z + 2NagCrpO; + 62NaHSO, + 52Hp0

Under conditions of low and verying hydrogen pressure (unsealed systems)
one chromlte (Cr+5) probebly coordinates with one hypochromate, as in-
dicated by the apparent +4 valence (appendix D and table VIII, group I1I).
This coordination changes with temperature, as indicated by the apparent
valence of +4.1 at 1700° F {appendix D).

I»



NACA TN 4089 | 3L
APPENDIX F

EQUILTBRTIUM CONCENTRATION OF SODIUM OXIDE IN SODIUM HYDROXIDE
The equilibrium constant for the reaction

2NeOH (1liquid) * Nas0(solid) + HyO(ges)

was calculated from thermodynamic data (table X and refs. 13 and 14). It

was found to be 10—3'96 atmosphere at 822° C. Since the partial pressure

of water over sodium hydroxide is sbout 3 millimeters of mercury at 822° C
(ref. 7), the molar concentration of sodium oxide must be sbout 2.7 percent.
This is in general agreement with recent experimental work {ref. 10).

This concentration seems more thaen sufficient for the oxide to take part

in the chemical reactlons involved 1in mess transfer.

The molar concentration of water must also be 2.7 percent, since very
little water is in the vapor state (because of the low vapor pressure).
This low pressure is indicated indirectly in static crucible tests using
flowing atmospheres (appendix D and ref. 3). If pressures larger than
several millimeters of mercury existed, large quantities of water would
be removed, and the sodium oxide concentration and mass transfer would
thus be increased.

If one disregards the experimental evidence and assumes all the
water formed from the dissociation to be contained in the free space (10 ml
in a standard crucible), the molar concentration of sodium oxide would
still be sufficient (0.02 percent) to take part in mass transfer. The
resulting water pressure (400 mm Hg) would be, of course, in gross dis-
agreement with the facts.



32 NACA TN 4089
APPENDIX G

CORROSION AND MASS TRANSFER IN SODIUM HYDROXIDE - COPPER SYSTEM

In order to compare the mechanism of transfer in nickel with that in
another metal, the sodium hydroxide - copper system was investigated.

Procedure

Static corrosilon tests in which copper crucibles were exposed to alr
for 24 hours resulted in excess oxidation and leaking. Therefore, static-
cepsule corrosion tests were performed with the copper crucibles protected
from oxidation by being incased in Inconel chambers (fig. 2).

Four crucibles were fabricated from copper tubing in the seame manner
as the "L" nickel crucibles (appendix A and ref. 2). In three out of
four cases during the 1500° F test, leaks occurred at the lower weld
(below the sodium hydroxide level). Subsequent capsules were therefore
fabricated from a single bar of copper to the same dimensions as the
standard nickel crucibles. The specimens and tops were machined from the
same bar stock, while the vent tubes were made from tubing in the usual
manner, The loading and purgling procedure was ldentical to that used for
nickel cruclibles. The condiltions of the test were the seme as those for
method 1 in appendix B except that the Inconel chambers were continually
evacuated. Nickel crucibles were used for comparison. After the crucibles
were radlographed, the melts were analyzed chemically, and the welght
losses of the specimens were determined (table XI).

Presence of Sodium

Several days after the test, & white alkaline coating was detected
around the crimp on some unopened copper crucibles (table XI, column 5).
This phenomenon was lnterpreted as being due to the formation of metallie
sodlum In the melt and 1ts diffuslion through the copper wmetal at high
temperature followed at room temperature by 1lts reaction with the com-
ponents of the air to form sodium cerbonate. Photomilcrographs of the
crimped sections indicated that some foreign material haed vaporized from
the surface of the copper.

Furthermore, the extremely large welght losses of the copper cruclbles
(table XI, column 8) can be attributed only to the loss of metallic sodium.
Radiogrephs of the copper crucibles show this loss of sodium hydroxide.
Unfortunately the contents were not analyzed for sodium hydroxide. All
this evidence indicates a reaction for copper

Cu + 2Na20 *-NaZCuOZ + 2Na
which is similar to that for nickel.
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Effect of Chromium

Radiographs (not shown) and the specimen weight changes (table XTI,
column 7) indicate that chromium is an inhibitor of transfer in the sodium
hydroxide - copper system, as could be predicted from the proposed mechan-
ism. However, another factor hass to be considered here. The pressure of
hydrogen generated by the chromium reaction is not easily eliminated, since
copper is less permeable to hydrogen than is nickel. The resulting hydro-
gen pressure inhlbits the chromite-to-chromate reaction (column 8) as well
as the copper-to-cuprate reaction (column 9). This accounts for some of
the effectiveness of the chromium in copper but not for that in nickel.

Comparison of Transfer of Copper and Nickel

Radiographs of crucibles show little difference in the actual amount
of transfer for copper and nickel. The fact that the specimens have
relatively large weight losses is attributable to the large amount of
copper (from the specimens as well as the crucibles) which reacts with
sodium oxide to form metellic sodium and the sodium cuprate. It is the
side reactions of copper (oxidation, sodium diffusion, and fast rate of
reaction with sodium hydroxide) which make it a far less favorable con-
tainer material for molten caustic than nickel.
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APPENDIX H

THERMOELECTRICAL POTENTIAL OF NICKEL IN MOLTEN SODIUM HYDROXIDE

This section describes the thermoelectrical potential and current
Pfound to exist in the sodium hydroxide - nickel system and presents a
tentative explanation for them.

Apparatus

Although meny types of apparatus were used (most of which had about
the same degree of success and reproducibility), only the final apparatus
is described here (fig. 6). The outside container was fabricated from
Inconel and maede vacuum tight by means of a water-cooled O-ring seal
between the two brass plates on top. The cup inside (containing NaOH)
and the electrodes were febricated from "L" nickel tubing. The electrodes

were vacuum sealed to the system by means of rubber tubing and electrically

insulated from the Inconel supports by means of ceramic tubes. Heating
was accomplished by means of ceramic-covered Nichrome heating wire wound
around the Inconel contalner. Several layers of asbestos supplied suf-
ficient heat insuletion. The temperature was manually controlled through
a Varilac and measured by thermocouples contacting the tips of the
electrodes. *

Thermoelectrical Potential

While the temperature of the vessel and one electrode was held
constant, the second electrode was cooled by passing a stream of alr
through it. The temperature difference between the two electrodes was
messured es well as the electrical potentlal existing between them. Gen-
erally, the results were very scattered, slthough the hotter electrode
was always negative with respect to the cooler electrode. Occasionally,
the scatter was low (fig. 7).

Values for electromotive force divided by the temperature difference
(emf/Am) for many trials ranged from 10 to 120 microvolts per degree.
These values were essentially independent of whether a vacuum or a helium
atumosphere was present sbove the sodium hydroxide. However, when a hydro-
gen pressure wes used, the slgn of emf/AT was reversed (i.e., the cooler
electrode became negatlve wilth respect to the hotter one). Upon removal
of the hydrogen pressure the original polarity was restored.

FISY .
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Thermoelectrical Current

An experiment was also carried out to see whether thils thermoelectri-
cal potential could sustain an electric current. The hot and cold
electrodes were connected through a low resistance (2 ohms), and the
potential drop across it was measured over a period of 6 hours. The cur-
rent was quite unsteady.

Interpretation

The measured potentlal could be due to the Seebeck effect or to one
of the following half-cell reactions:

Cold zone

NagNi0p + 2Na® + 2e~ 2Nes0 + Ni

Hot zone
Cold =zone

Hot zone

Cold zone
ey

ZH,0 + 2e” 20H- + Hp

NaCH + e™ . OH- .+ Na

Hot zone
Cold zone

Nat + NaNiOp + e~ NaoNi0,

Hot zone

The Seebeck (thermocouple) effect is not likely for the following reasons:
Sodium hydroxide is probably a poor electronic conductor, and the effect
of hydrogen is far too great for the potential to be due to simple thermo-
couple action. The effect of the hydrogen upon the thermoelectrical
potential is even difficult to explain in terms of any of the thermocell
reactions listed. The presence of hydrogen should in all cases (by
reducing the ratio of products to reactants) increase emf/AT (not decrease
it past zero as is found experimentally) inasmuch as the value of emf/AE
is determined by the equation (ref. 15)

enf _ ..o products ]
nerﬁr'- 457 - R 1n (]reactants])
where n 1is the number of electrons shown in the half-cell reaction, &
is the Faraday conversion factor, and AS° is the standard entropy change
for the reactlon as written for the hot zone. The only reasonable way to
explain the effect is to assume that the thermoelectric potential is
produced by the nickel-nickelite reaction with the hydrogen polsoning the

nickel. In sppendix C another case 1ls presented in which hydrogen appar-
ently poisons nickel in the sodium hydroxide system.
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TABLE 1. - PROPOSED MECHANISME
Type of reaction Reaction Migration processes Additional reactione required
' for inltlation
Cold zone o 0
—_—
Physical (1) MY aissolved) Ni(metal) | Ni%(not) + (cold) None
. ﬁot gone
Mnl1d oana
BElectrochemical (2) Nayio, + 2Nat+ 2e” 4 ’ 2Na,0+Ni| NagNiOp (hot) =+ (cold) 2NaOF ~ Nes0 + Hy0
Hot zone Na'(hot} + (cold)
o (hat) =+ {~n1d)
© \luuy A=A Ly
¥ap0(cold) -+ (hot)
Cold zone
Cbemical Ra Ni0z + Reductant Oxidant + i
old zome
Tmpurity (3) Na N10p + 2Na,FeO, 2Ns.Fel, + §i| NapNiOp(hot) + (eold) None
Hot zone v NapFeOs(hot) + (cold)
NazFeOz (cold) + (hot)
Cold zone ( ( )
Disproportionation |(4) 3Fa,Ni0 ” e N10, + Wi NapNiOp(hot) + (cold) |ny . a§aoH -» NegN10; + E
- o zu 2§% zome. ° ° Naghi0z (cold) + (not) "2¥i%z * @
Element present in
godium hydroxide Cold zone 1
Oxygen (5) Wa NiO, Na,0 + 5 0, + Ni NegNi02({hot) = (cold) :
#ot zone Fap0O(cold) + (bot) Ki + ZNaOH + Nagli0, + H,
Oz(cold) + (hat)
Cold zone
Hydrogen (6) Na N10, + H, 2NaCH + Ni NaoN10p (hot) + (cold)
Tot zone Hy (hot) + (cold) None
Warm{nrnld) =+ (hot)
AVCA/LL | NV R ) Ty g
Cold zone Na,N10, (hot) + (cold)
Sodium (7) WayBi0, + 2Na 2Na,0 + Ni apNi0p co
2 z Hot zone %2 Ha{hot) » {(ecold) ZNelH -+ HB.EO + EEO

Na,0(cold) + f;ot)

gt g

ag

880F ML VOVN
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TABLE IT. ~ ANALYSIS OF SODIUM HYDROXIDE

PELLETS
[Ret. 2]
Materisl Percent
Sodium hydroxide 97.6
Chloride (C1) .005
Iron (Fe) .001
Other heavy metals (as Ag) 0
Carbonate (NayCOz) .32
Phosphate 0
Silica and ammonium hydroxide
precipitate 6]
Total nitrogen (as NHz, NOg) .001
Sulfate (S0,) 0

TABLE. IIT. - COMPOSITION OF "L"

NICKEL. TUBING

[Rer. 2.1

Material Percent
Manganese ' 0.149+0.015
Iron .059+.0086
Copper .028+.008
Carbon .024+.005
Silicon .020+£.002
Sulfur .008+.001
Cobalt «119+.013
Nickel Balance

39
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TABLE IV. -~ EFFECT UPON TRANSFER CF INCREASING IMPURITY CONTENT

[Refs. 2, 3, end 11.]

Specimen welght change for various
percents of added impurities, mg

0 1 3 5
percent |percent | percent | percent

Nickel impuritiles

Manganese -4,7 20,0 | ==mee | —mmma

Iron -5.1 -25.7 ~-28.4 -28.1
Copper -5.1 -8.4 -6.7 -5.8
Carbon -7.9 -78.6 -8.5 -7.8
Silicon (see sodium silicate below)| =---- | ===== | =—=—== | =====

Sulfur (see sodium sulfate below) —mme ] mmmee | eemes [ e

Cobalt -5.1 +0.6 +7.2 +8.2

Sodium hydroxide impurities

Sodium chloride -7.9 -6.5 -B.8 | ---=-
Iron oxide -5.1 -9.2 | -11.1 -4.8
Silver metal ' -5.1 -6.0 -4.8 -5.1
Sodium carbonate -7.9 -17.5 | -19.3 | -22.0
Sodium phosphate -5.1 -5.4 -5.2 -8.6
Sodium silicate &7 811 | mmeme | ceme-
Nickel nitrate L 8.7 T A (R (R
Sodium sulfate &_7 S T T R

a
Approximate (ref. 11).

FTCH
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TABLE V. - X-RAY DIFFRACTION DATA FOR SODIUM NICKELITE
Interatomic| Intensity | 4 values d values d values
distances, | of line from ref. 9| from ref. 9|from ref. 7,

d, (0ek Ridge),| (University o

o o of Arkansas), A

A A o]

A

8.48 Medium ——— ——— ————
et SR L L L Ll ———- ~———— 4.87
4.35 Strong 4.32 4.37 4.33
4.17 Strong ——-- ——— 4.17
e T [ —— ———— ———— 3.87
3.22 Weak 3.21 3.19 ———
—mm—— ol emcaas 2.71 ———— -————
2.55 Medium 2.57 2.55 2.55
L T (. 2.53 ——— ————
2.43 Strong 2.42 2.44 ————
2.23 Weak 2.27 2.28 ————
2.17 Weak 2.14 2.16 ————
2.10 Weak 2.09 2.09 ————
1.92 Weak 1.93 1.92 1.91
1.87 Weak 1.87 ——=- ————
e T T [ 1.70 ——-- ————
1.65 Weak 1.64 ———= 1.65
—=m= | aeae- 1.61 ~——— ———
1.60 Weak 1.80 —— ——
1.57 Weak 1.56 ——— -—--
cmm—— e 1.53 ——— ————
T . 1.49 1.49 ————
l.44 Medium 1.44 1.45 ————
el 1.41 1.43 1.41
1.38 Weak 1.38 ——— ————
———ef ameea- 1.34 — ———
S . 1.31 -—— ————
L T 1.29 —— ——
1.27 Weak 1.27 -— ————
el S 1.23 ———— ———-
e I 1.22 1.22 ———-




TABLE VI. -~ EFFECT OF HYDROGEN UPON MASS TRANSFER

Method | Total mumber Pressure Tempersture, | Time, | Specimen Amount | Appearance of
of crucibles | of hydrogen, Op hr welght Ni"'z trangfer in
in. Hg loss, in melt radiograph
ne o 2
= mng
1 %4 0.16 1500 80 | 4.340.7 |11.4%1.9 [Clearly visible
(Steady
state)
4 17 1500 80 2.840.6 | 0.4110.05|Hardly visible
3 ) 0.16
(Steady 1560 24 7.640.8 | 79.441.8 |Clearly visible
state) '
2 >0.16 1560 24 4,640.3 8.310.1 |Nerrower band
(Slightly than in eruci-
above bles with
steady steady-state
state) hydrogen
Pressure

aCI"llci'blES used for comparison.

¥izF
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TABLE VII. - KINETIC DATA FOR

SODIUM NICKELITE FORMATION

Time, Ni+2 Hydrogen

br in presgsure,
melt, in.

ng Hg

615 1.40 81.0
303 .66 26.5
303 1.11 ~16.0
284 .64 18.5
228 1.11 ~15.0
184 437 28.3
138 343 28.3
89 .285 29.1
89 1.03 3.5
88 .21 38.4
87 .42 20.7
82 .25 38.7
63 .638 12.7
45 <167 70.6
43 093 73.2
43 115 37.6
40 <130 86.5
26 .080 60.0
22 .062 86.1
21 .218 20.7
19 .150 38.4
18 175 28.9
14 .090 68.4
o .100 ————
0 .070 ————

43
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TABLE VIII. - CORROSION DATA WITH CHROMIUM, CHROMIUM SESQUIOXIDE, AND SODIUM
CHROMATE AS ADDITIVES

1 2 3 4 5 5 - 7 8 g
Group | Additive ount of} Temperature, Tiﬁe, Percent of |[Amount ofjSpeciumen | Average rate
of dditive, op hr Cr as C& qit2 weight of specimen
ogﬁ:i— percent (remaindg: in melt, ch:zge. weig:;/;:anse,
was crt3} 8
a,b,oz]. ) 29.9
Cr 2.5 1500 24 32.§ N
30.1
7.5 24 30.3 _
0.7 _
5 24 30.3
5.8 96 33,7
12 96 30.6 T_
15 240 30.4 7
32.0 "7
10 245 33.8 [ -
32.6
@sBscy or 2, 1500 033 ¢ L
Cr 1500 5 .
Cr 12 1500 1.5 -~
¢s8I1TI|  None —-—— 1500 24 . -ig.g
None ——a =1Q.
Cr 3 1 +4.g
Cr . £ +4.
iv None . ——— 1700 24 ——— ¢.251 -32.3
Cr 3 35.9 . .255 +7.0
Cr 5 .195 +9.0
None ——— 232 -30.5
Cr 1 235 =-7.0
cr 3 36.8 L. .207 +7.0
v None ———— 1500 24 ———— L= 0.0375 -5.9 -0.28%
Cra03z 1 43 .0lo85 +2.8
Cra0y 3.2 LY S .01802| +2.6
Crp0z 5 5.3 .0389 +2.1
None ——— 96 —_— .083Q. | -30.5 -.31
Crp0 1 60 .05112] -24.1
Cra03 3 54 .0288 | +3.8°
Crolyg 6.3 22 L0511 -5.5
None ——— 168 —— 1135 -81.2 -.48
Crp0z 1 58 . L0845 -79.6
Cro03 2 61 . = .0485 -11.4
CI‘203 4.9 r 54 T .0668 +.6
Cro0 1 240 57 - L0814 [-139.4 -.58
203 8.2 Y 240 57 L0951 | -74.6
3
V1 None ——— 1500 ... | &7 —— 0.0834
cr 1 32.0. _ -1053
Cr 3 37.0. . .0B69
cr 5 32.5 .0 .0802
Crp0x 1 63.0 . 0375
Craly 3. 2¢.2 .. 0227
Cra0: 5 15.57 . .0285
N&20r84 5. \ 66.L_ . (£)
None ——— 71 —_—— 0748
Cr 1 42.8 .0780
Cr 3 37.2°" 0772
Cr 5 - 33.2. .0784
Cro0z 1 48.5 .0504
Cralx 3 24.8 .oag
Crg0y 5 15.4 .02
NaCrOg | 3 \ Y 63.T (r)
None ——— 1700 18.5 —— 1591
Cr 3 39.8 .1840
Cr 3 38.27 .185%
Cra03 3 48.5 . .0398
Cry03 5 Y 28.0 0423

SMhese crucibles were cut into Beverel sections

were slight (column 6).
PNo anslysia was made for Nit2,
*No specinens.

dlo Percent 325 wesh plus 13 percent larger mesh.
®Plowing helium atmosphere over sodium hydroxide (ref. 3).
'fCoabing of oxide was found on inside surface of cruclhle.

; differences in analysis between sections
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TABLE IX. ~ CHROMITE-CHROMATE BEQUILIBRIUM DATA

4314

1 2 3 4 5 6 7
Total |EHydrogen |Time, | (p*6 Actd- | p_ [cr+t8] /[total Cr] | [Soluble cr*® ]
amount of| pressure,| hr in soluble 2 in. Hg +6]
chromium,| P +5 ‘ [Cr ]
Hz.' melt, Cr'™ in
g ) melt ’
in. Hg g &

0.1300 79.2 14 0.0015 | 0.0053 0.91 3.5
.1310 68.4 18 .0016 .0050 .84 3.1
.1298 28.3 16 .0026 .0083 .56 3.2
.1296 22.4 15 .0039 .0140 .87 2.8
1304 14.8 32 .0070 L0177 .80 3.9
.1307 10.6 15 .0088 {a) 1 e
3900 69.2 18 .0046 0135 .81 3.4
3903 63.8 40 .0049 .0149 .80 3.3
.3899 60.1 65 .0055 .0L75 .85 3.1
3300 20,6 14 .0103 (a) 1.07 _—
<3901 40.2 a8 .0094 .0246 .97 3.8
3300 17.5 14 .0163 .0447 .73 2.7

Average 0.81 Average 3.3

8Not properly acidified.

680% NI VOVN
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TABLE X. - THERMODYNAMIC DATA POR SODIUM HYDROXIDE, 8ODIUM OXIDE, AND WATER

[Refs. 13 and 14.]

Heat of formation,| Entropy, 8, at Specific heat at constent Heat of Beat of fusion,
DBp 250 ¢, pressure, transformetion ABe o 1on’*
at 259 C, cal/(mole) (%K) e, from alpha cal/ucle
cal/mole cal/(mole) (%K) z; beta,
trans’
cal/mole
Sodium hydroxide -102,000 14.2 17.8 1000 ——-
(a){sc11d)
Bodium hydroxide|  --===mm= —_— 17.8 -— 1900
~ (B){eol1d)
Sodium hydroxide|  ~me=-m-- — 19.6 ——- ——
© {1iquid)
Sodium oxide 102,900 17.4 15.945.4%10™T — ——-
(sol1d) y
Water (gas) -57,800 45.11 1.19+2.83%10"°1-0.16%1075r —— ——
- « . ' .

V=7

gy
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TABLE XI. - CORROSION DATA FOR SODIUM HYDROXIDE ~ COPPER SYSTEM

4014

1 2 3 4 5 6 7 8 9
Crucible | Chromlum, | Temperature,| Time, | Alkalinity Crucible Specimen | Amount of | Amount of
material percent op hr of comting welght velght Cr as |out8 op wi+@

on cruclble, changs, chapge, Cr"'e , in melt,

ng NeOH ng ng percent g

Nickel tubing None 1500 24 None -4.4 -2.1 T I
Nickal tubing None 1500 24 None -4.9 -3.5 ——— | memm——-
Copper tubing | None 1500 24 10 S — -3.4 an. 0.0569
Copper bar None 1500 24 0.5 -45.9 -9.4 e .085z2
Copper bar HNone . 1500 24 .5 -25.6 -9.6 - .0846
Copper bar 3 1500 28 | cd;me | mmaea- +5.2 4.4 0.0172
Copper bar 3 1500 24 | emne. -945.3 +6.2 5.7 -0367
Nickel tubing None 1800 80 None +0.7 -8.1 ~— 0.0625
Copper bar None 1500 80 15.8 -804.1 -28.5 - 0353
Copper bar Nene 1500 80 4.8 -7688.2 ~-33.7 —— 870

6807 NI VOVH
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(a) Standard crucible.

/ Welds

Vent tube

Nickel tube

(0.D., 5/8";
wall, 1/16"}

Purged sodium hydroxide -\

Chromel-Alumel
‘thermocouples

l:

NACA TN 4089

FIcy

Inconel plug

Nickel plug

L~ Inconel tube
(0.D., 5/8"; wall, 1/32")

"L" nickel tube
(0.D., 1/2"; wall, 1/32") .

"I'" nickel specimens
(Diem., 5/16"; 1/16" thick)

/

CD~5588

(b) Modifised crucible.

Figure 1. - Comparison of standard crucible and crucible with Inconel shell.
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To hydrogen cylinder

5

To other Inconel chambers
=%t
Bourdon-
A

type gage
_~Brass cap

Stopcock Copper
pe tubing /_ Inconel chamber (19% " long)
Thermocouples | Holes for three additioral
Brasgs-to- leads o l Inconel chanmbers
glass seal BB
To vacuum pump
Thermocouple . Firebrick
vacuum gage Crucible

Globars

CD-5600

Figure 2. - Vacuum system and Inconel chamber.
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Bourdon-~
type gege
‘.Weld 9‘%
o - ' To vecuum
Vacuum
Crimps valve
v
] l’
To hydrogen cylinder
Helium
gas \
_~"1" nickel tube
(0.D., 5/8"; wall, 1/16")
"L" nickel tube
» (0.D., 1/4"; wall, 1/32")
Sodiuvm
hydroxide ]
>—Chrome1—A11me1 thermocouples
Surface
through which
hydrogen
diffuses into
crucibls —
A /CD-5601/

Figure 3. - Crucible for introduction of hydrogen at hot zone.
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Brass cap
Bourdon- ]
type gage v
Electromagnet
ﬂm/Nickel rod
To vacuum (i) ? #
— L 1 Spring
Vacuum
valve ' 12" _\r: —— [III]
l [ /—Inconel tube (wall, 1/16")
To hydrogen _Y
cylinder A I \
i 0.D.,1"
Nichrome loop — ¥
~~~-1I.D., 0.830"
N Crimp
12t f —_—
)~ "L" nickel crucible
P
Chromel-Alumel =
thermocouples /
1" epart
\Dr-\.
M- Thermocouple at middle
of sodium hydroxide
4"
0.D.,1"
, K ’
- ‘V“

18"

/-—H’ater for cooling

|_— Brass cap

s

NAAAAAAANAAAAAAI AN I

Figure 4. - Apparatus for kinetic and equilibrium studies.



Nickellte conceniration, mg H:l.""2 per 15 g NalH

37.6

T4
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—l* Pressure,
in. Hg
O 26 to Bl
-e' 14 to 21
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(steady-state
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of run
)4 |~
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v/ yd
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-lf '/ /‘/
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Flgure 5. - Rate of formation of sodimm mickelite from mickel and modiue hydroxlde st 1500° F at various

hydrogen pressures.
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To mercury
mancmeter

To vacuum

To compressed air

Rubber tu'bing—/

Brass pletes

e iH'
___Inn\—

53

7— Thermocouple leads

Nickel leeds

Rubber tubing

Diasm, 5%
=)
1

3/8"

T

Pump <mmm

7t

|

To hydrogen cylindexr

Chromel-Alumel

thermocouples —~

et
Sodium hydroxide —f IM :

e

\

l— "L"* nickel
electrode
(0.D., 3/16%;
wall, 1/32";
1" between
centers)

e

Rehwhutet
]

l— "L" nickel cum

A\l 17

\

(o0.D., z,f."; wall

=

1/16"; *3" highi

L— Inconel contalner

((}.]J.s %"; wall,

1/16"

Figure 6. - Apperatus for measurement of thermoelectric potentials.,
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Thermoelectric potential, mv
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